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A INORGANIC ANALYSIS REPORT 

AMERlCAftlient: Kleinfelder 
WESTDate Sampled: May 23,1995 

ANALYTlCAlLab Sample ID.: 22631-81 
LABORATORlE^ield Sample ID.: HM052495-31/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

163 West 3600 SoutJ®TAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

, Chromium 
(801)263-8686 

Fax (801) 263-8687 Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
US£dl 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

660 

39 

7,5 

7.8 

11 

180 

84 

<0.1 

12 

0.2 

<0.5 

690 
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A INORGANIC ANALYSTS REPORT 

AMERICAhClient: Kleinfelder 
WESTDate Sampled: May 23, 1995 

ANALYTICAlLab Sample ID.: 22631-60 
LABORATORIESneld Sample ED.: HM052495-10/31-6930 60 

Analytical Results 
Method 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Detection Amount 
Used: Limit: Detected: 

463 We^SouJ0™-M^LS mg/kg mg/kg 
Salt Lake City, Utah 

84115 Arsenic 7060 0.5 2500  ̂

Barium 6010 0.5 60 

Cadmium 6010 0.2 14 

(801)263-8686 
Chromium 6010 0.5 380 (801)263-8686 

0.5 380 
Fax (801) 263-8687 Cobalt 6010 0.5 37 

Copper .6010 0.5 87 

Lead 6010 3.0 20 

i 
Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 54 

Selenium 7740 0.1 0.1 

Silver 6010 0.5 <0.5 

Zinc 6010 0.5 2500 
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INORGANIC ANALYSIS REPORT 
AMERICAN 

WES l̂ient: Kleinfelder Contact: Daniel Horns 
ANALYTICADate Sampled: May 23,1995 Date Received: May 25,1995 

LABORATORIEfc-ab Sample ID.: 22631-46 Received By: ElonaHayward 
Field Sample ID.: HM052395-46/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

463 West 3600 Soufc-OTAL METALS 
Salt Lake City, Utan 

S4115 Arsenic 

Method 
.Used; 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected: 

mg/kg 

65 

Barium 6010 0.5 23 

Cadmium 6010 0.2 7.5 

(801)263-8686 
Fax (801) 263-8687 

Chromium 

Cobalt 

6010 

6010 ©
 

p
 

LA
 

LA
 

160 A 

53 

Copper 6010 0.5 26 

Lead 6010 3.0 9.1 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 64 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 <0.5 

Zinc 6010 0.5 4200 
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A INORGANIC ANALYSIS REPORT 
AMERICAN,. 

yygslphent: Kleinfelder 
ANALYTICAL Sampled: May 23, 1995 

i AnoRATnRTFMb Sample ID.: 22631-45 
LABUKAluKu»ield Sample ID.: HM052395-45/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

463 West 3600 SoutpOTAL METALS 
Salt Lake City, Utah 

84U5 Arsenic 

Barium 

Cadmium 

(801)263-8686 Chromium 
Fax (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used: 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

140 

33 

10 

190 

69 

40 

9.5 

<0.1 

86 

<0.1 

0.5 

6400 . 
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A TNOROANTC ANALYSTS REPORT 

AMERICAN. . 
WE^jhent: Kleinfelder 

ANALYTiC^te Sampled: May 23,1995 
LABORATORli#id amp  ̂ HM052495-19/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

463 West 3600 SouflQTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

(801) 263-8686 Chromium 
Fax (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used; 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

890 

40 

50 

5.9 

6.4 

640 

20 

<0.1 

11 

<0.1 

<0.5 

6300 
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A INORGANIC ANALYSIS RRPORT 
AMERICAN 

WEglpUent: Kleinfelder 
ANALYTlCADate Sampled: May 23,1995 

LABORATORflisab Sample ID.: 22631-37 
Field Sample ID.: HM052395-37/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

63 West 3600 SoutJiOTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

(801) 263-8686 Chromium 
Fax (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used; 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

61 

140 

1.5 

16 

12 

130 

120 

<0.1 

18 

0.2 

<0.5 

270 
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A INORGANIC ANALYSIS REPORT 
AMERICAN . . . ^gChent: Kleinfelder 

ANALYTICAPa'e0SamPlc* M»y 23, 1995 
i AnnpATnRrctab Sample ID.: 22631-33 
LABUKAI pield Sample ID.: HM052395-33/31-6930 60 

Analytical Results 

163 West 3600 SoudfOTAL METALS 
Salt Lake City, Utah 

Fax (801) 263-8687 

Method 
Used; 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Haywaid 
Set Description: Ninety-Seven Solid 

Samples 

Detection 
Limit: 
mg/kg 

Amount 
Detected; 

mg/kg 

Arsenic 7060 0.5 2500 1 

Barium 6010 0.5 390 

47 k Cadmium 6010 0.2 

390 

47 k 

Chromium 6010 0.5 15 

Cobalt 6010 0.5 210 

Copper 6010 0.5 8200 
i 

Lead 6010 3.0 6400 A 

Mercury 7471 0.1 0.2 

Nickel 6010 0.5 110 

Selenium 7740 0.1 7 

Silver 6010 0.5 21 

Zinc 6010 0.5 7200 
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A INORGANIC ANALYSIS REPORT 

AME*WES1^1ient: Kleinfelder 
ANALYTICA4^ate Sampled: May 23,1995 

r ARn^TORiE^ab Sample ED.: 22631-32 
LABU Field Sample ID.: HM052395-32/31-6930 60 

Analytical Results 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: ElonaHayward 
Set Description: Ninety-Seven Solid 

Samples 

463 West 3600 SoutlTOTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

(801) 263-8686 Chromium 
Fax (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used; 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection Amount 
Limit: Detected: 
mg/kg mg/kg 

1 
0.5 3S00$ 

0.5 550 
a 

0.2 80 * 

0.5 21 

0.5 220 

0.5 9700 
a 

3.0 10000 # 

0.1 0.2 

0.5 170 

0.1 1.5 

0.5 28 

0.5 16000 
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A INORGANIC ANALYSTS RRPORT 
AMERICAN 

WEs£lient: Kleinfelder Contact: Daniel Horns 
ANALYTlCAPate Sampled: May 23,1995 Date Received: May 25,1995 

i ARORATORffife^t> Sample ID.: 22631-31 Received By: Elona Hayward 
Field Sample ID.: HM052395-31/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

>3 West 3600 SoudrOTAL METALS 
;ati Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

(801) 263-8686 Chromium 
Jax (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
liSfidl 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

1400 

210 

IS 

13 

190 

2200 

2500 

<0.1 

69 

1.9 

8.8 

2000 
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INORGANIC ANALYSTS REPORT 
AMERIC/ client: Kleinfelder 

ANAI YTirAPate Sampled: May 23,1995 
r Sample ED.: 22631-30 

 ̂ Sample ID.: HM052395-30/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

>3 West3600 SoudTOTAL METALS 
ialt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

(801)263-8686 Chromium 
-ax (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used: 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

no A-

44 

7.8 

25 

1100 

160 

170 

<0.1 

110 

0.3 

3.9 

300 
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A INORGANIC ANALYSIS REPORT 

AMERlCANClieiu: Kleinfelder 
WESTDate Sampled: May 23,1995 

ANALYTICAL^3'3 Sample ED.: 22631-29 
LABORATORIEsField Sample ID.: HM052395-29/31-6930 60 

Analytical Results 

163 West 3600 South 
Salt Lake City, Utah 

84115 

TOTAL METALS 

(801) 263-8686 
Fax (801) 263-8687 

Method 
Used: 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Detection 
Limit: 
mg/kg 

Amount 
Detected: 

mg/kg 

Arsenic 7060 0.5 200 

Barium 6010 0.5 110 

Cadmium 6010 0.2 19 

Chromium 6010 0.5 21 

Cobalt 6010 0.5 900 

Copper 6010 0.5 430 

Lead 6010 3.0 370 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 79 

Selenium 7740 0.1 0.2 

Silver 6010 0.5 4.7 

Zinc 6010 0.5 410 

* 

Released by: 
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INORGANIC ANALYSIS REPORT 

AMERICAfClient: Kleinfelder Contact: Dtrniel Horns 
- WESDate Sampled: May 23,1995 Date Received: May 25,1995 

ANALYTlCAILab Sample ED.: 22631-27 Received By: Elona Hayward 
LABORATORIEField Sample ID.: HM052395-27/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

163 West 3600 SoudF^TAL METALS 
Salt Lake CityJLJtah 

Method 
Used: 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected; 

mg/kg 

180 # 

Barium 6010 0.5 94 

Cadmium 6010 0.2 17 

(801) 263-8686 
Fax (801) 263-8687 

Chromium 

Cobalt 

6010 

6010 ©
 

p
 

l/l
 

L/l
 

17 

290 

Copper 6010 0.5 ISO 
«. A* 

Lead 6010 3.0 250  ̂

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 36 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 1.8 

Zinc 6010 0.5 200 
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A INORGANIC ANALYSTS REPORT 

AMERICAf£iient; Kleinfelder 
WESX)  ̂Sampled: May 23,1995 

ANALYTlCA^ab Sample ID.: 22631-24 
LABORATORlE£ield Sample ID.: HM052395-24/31-6930 60 

Analytical Results 
Method 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHayward 
Set Description: Ninety-Seven Solid 

Samples 

Detection Amount 

463 West 3600 SoutiTOTAL METALS 
Salt Lake City, Utah 

841.1.5 Arsenic 

Used: 

7060 

Limit: 
mg/kg 

0.5 

Detected: 
mg/kg 

2700 A 

Barium 6010 0.5 230 

Cadmium 6010 0.2 43 A 

(801)263-8686 
Fax (801) 263-8687 

Chromium 

Cobalt 

6010 

6010 o
 

©
 

In
 

In
 

15 

180 

Copper 6010 0.5 8600 0. 

Lead 6010 3.0 9900 

Mercury 7471 0.1 0.2 

Nickel 6010 0.5 100 

Selenium 7740 0.1 2.8 

Silver 6010 0.5 25 

Zinc 6010 0.5 8900 

Released by: 
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INORGANIC ANALYSIS REPORT 

A^fclien, Kleinfelder Contact: Daniel Horns 
«MATvrIr*Pale Sampled: May 23, 1995 Date Received: May 25,1995 

, Sample ID.: 22631-23 Received By: Elona Hay ward 
LABORATORlEpield Sample ID.: HM052395-23/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results =_ " 
Method Detection Amount 
Used; Limit: Detected: 

163 West 3600 SoudTOTAL METALS mg/kg mg/kg 
Salt Lake City, Utah 

Arsenic 84115 Arsenic 7060 0.5 80 

Barium 6010 0.5 89 

Cadmium 6010 0.2 4 

(801)263-8686 Chromium 6010 0.5 11 
Fax (801) 263-8687 Cobalt 6010 0.5 100 

Copper 6010 0.5 87 , i. 
Lead 6010 3.0 110 * 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 20 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 1.2 

Zinc 6010 0.5 97 
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A INORGANIC ANALYSTS REPORT 

AMERICA^yent; Kleinfelder 
AMAiv^frateSamPled: May 23,1995 

Sample ID.: 22631-22 
LABORATORIES  ̂Sample n).; HM052395-22/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used: Limit: Detected; 

3 West 3600 SouffOTAL METALS rag/kg mg/kg 
alt Lake City, Utah 

Arsenic 7000 * 84115 Arsenic 7060 0.5 7000 * 

Barium 6010 0.5 300 

Cadmium 6010 0.2 110 

(801)263-8686 Chromium 6010 0.5 30 
•ax (801) 263-8687 Cobalt 6010 0.5 690 

Copper 6010 0.5 12000 
j 

Lead 6010 3.0 20000  ̂

Mercury 7471 0.1 0.6 

Nickel 6010 0.5 220 

Selenium 7740 0.1 6.4 

Silver 6010 0.5 40 

Zinc 6010 0.5 11000 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 l o f  1  

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF TIIE ADDRESSEE..PRIVILEGES OF SUBSEQUENT USE OP THE NAME OF THIS COMPANY OR ANY 
MEMBER OP ITS STAFF. OR REPRODUCTION OP TIES REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP THIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT PORTIIF. DUE PERFORMANCE OF INSPECTION AND/OR ANALYSIS IN GOOD FAITH AND 



A 
AMERICA^[jent; Kleinfelder Contact: Daniel Horns 

W^Bate Sampled: May 23,1995 Date Received: May 25,1995 
ANALYTlCAf^jj Sample ID.: 22631-21 Received By: Elona Hay ward 

LABORATORlEj5ield Sample ID.: HM052395-21/31-6930 60 Set Description: Ninety-Seven Solid 
Samples 

Analytical Results 

(801)263-8686 

4 
* * m 

m 
m 
n 
M463 West 3600 SouSOTAL METALS 
• Salt Lake City, Utah 

84115 

m 
n 

F n 
n 

4 

n 
n 
n 

n 

B 
« 
n 

INORGANIC ANALYSIS REPORT 

Released by: 
Laboratory Supervisor 

Method 
Used; 

Detection 
Limit: 
mg/kg 

Report Date 6/1/95 

Amount 
Detected; 

mg/kg 

Arsenic 7060 0.5 71 

Barium 6010 0.5 91 

Cadmium 6010 0.2 3.6 

Chromium 6010 0.5 11 

Cobalt 6010 0.5 300 

Copper 6010 0.5 91 

Lead 6010 3.0 160 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 17 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 0.8 

Zinc 6010 0.5 120 

l b f l  

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OP THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USB OP HIE NAME OF THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OF HIIS REPORT IN CONNECTION WITH THE ADVERTISEMENT, PROMOTION OR SALE OF ANYPRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP T1IIS REPORT FOR ANY PURPOSE HIAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. HIIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT TOR HIF. DUE PERFORMANCE OP INSPECTION AND/OR ANALYSIS IN GOOD FAITH AND 



A INORGANIC ANALYSIS REPORT 

A M E R I C j e n t . Kleinfelder 
Date Sampled: May 23, 1995 

ANALYTICALab Sample U) . 22631-20 
LABORATORIE£idd Sample ID.: HM052395-20/31-6930 60 

Analytical Results 

463 West 3600 SouffOTAL METALS 
Salt Lake City, Utah 

(801) 263-8686 

Method 
Used: 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHayward 
Set Description: Ninety-Seven Solid 

Samples 

Detection 
Limit: 
mg/kg 

Arsenic 7060 0.5 5000 

Barium 6010 0.5 620 

Cadmium 6010 0.2 640 

Chromium 6010 0.5 21 

Cobalt 6010 0.5 420 

Copper 6010 0.5 28000 

Lead 6010 3.0 13000 

Mercury 7471 0.1 2.3 

Nickel 6010 0.5 260 

Selenium 7740 0.1 5.3 

Silver 6010 0.5 36 

Zinc 6010 0.5 16000 

Amount 
Detected: 

mg/kg 

M' 

Released by: ^— 
Laboratory Supervisor 

Report Date 6/1/95 1 ofl 

Tills REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OF THE NAME OF THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORTTN CONNECTION WITH THE, ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP Tl IIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE ORANTED ONLY ON 
CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT FOR HIE DUE PERFORMANCE OF INSPECTION AND/OR ANAI YSIS IN mnnnmi »xn 



INORGANIC ANALYSIS REPORT 

AMERICAipiietU; Kleinfelder 
WESpate Sampled: May 23,1995 

ANALYTICAt̂ h Sample . 22631-19 
LABORATORIEf:ield Sample ID.: HM052395-19/31-6930 60 

Analytical Results 
Method 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Detection Amount 
Used: Limit: Detected: 

463 West 3600 SoutffOTAL METALS mg/kg mg/kg 
Salt Lake City, Utah 

Arsenic 7060 84115 Arsenic 7060 0.5 3600 * 

Barium 6010 0.5 270 

Cadmium 6010 0.2 46 A 

(801) 263-8686 Chromium 6010 0.5 41 
Fax (801) 263-8687 Cobalt 6010 0.5 1500 

Copper 6010 0.5 8700 

Lead 6010 3.0 8900 A' 

Mercury 7471 0.1 1.6 

Nickel 6010 0.5 150 

Selenium 7740 0.1 3.2 

Silver 6010 0.5 33 

Zinc 6010 0.5 9100 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OP TIIE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USB OP THE NAME OP THIS COMPANY OR ANY 
MEMBER OF ITS STAFF, OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT, PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE.PUBLICATION OF THIS REPORT FOR ANY PURPOSE THAN FOR THB ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. THIS COMPANY ACCEFTS NO RESPONSIBILITY EXCEPT FOR Tl lE'DUE PERFORMANCE OF INSPECTION AND/OR ANALYSIS IN GOOD FAITH AND 



INORGANIC ANALYSIS REPORT 

lient: Kleinfelder AMERICA 

AMAT VTirfr )ate SamPled: May 23» 1995 
ANALYTICAI ftb Sample (p.: 22631-15 

neld Sample ID.: HM052395-15/31-6930 60 LABORATOl 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: Elona Hay ward 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
.Used; Limit: Detected: 

3 West 3600 SoutffOTAL METALS mg/kg mg/kg 
alt Lake City, Utah 

7060 930 ^ 84115 Arsenic 7060 0.5 930 ^ 

Barium 6010 0.5 250 

Cadmium 6010 0.2 30 

(801) 263-8686 Chromium 6010 0.5 15 
•ax (801) 263-8687 Cobalt 6010 

• 
0.5 250 

Copper 6010 0.5 2700 
JL 

Lead 6010 3.0 2300 

Mercury 7471 0.1 0.4 

Nickel 6010 0.5 88 

Selenium 7740 0.1 2 

Silver 6010 0.5 10 

Zinc 6010 0.5 4400 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OP THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBUCATION OF THIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT FOR Tl IE DUE PERFORMANCE OF INSPECTION AND/OR ANALYSIS IN GOOD FAITH AND 



A INORGANIC ANALYSIS REPORT 

AMSRICA^i^nt- Kleinfelder 
, ^~pate Sampled: May 23,1995 

 ̂ Sample ID.: 22631-14 
LABORATORIES  ̂Sample BD.: HM052395-14/31-6930 60 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHayward 
Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

163 West 3600 SouflfOTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Method 
Used; 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected; 

mg/kg 

1200 

Barium 6010 0.5 310 

Cadmium 6010 0.2 35 ^ 

(801) 263-8686 Chromium 
Fax (801) 263-8687  ̂

6010 

6010 o
 

o
 

16 

280 

Copper 6010 0.5 4400 j 
Lead 6010 3.0 2500 

Mercury 7471 0.1 0.4 

Nickel 6010 0.5 no 

Selenium 7740 0.1 1.5 

Silver 6010 0.5 9.5 

Zinc 6010 0.5 4900 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 ofl 

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OF THE NAME OF THIS COMPANY OR ANY MEMBER OP rrs STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT, PROMOTION OR SALE OF ANY PRODUCT OR PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP Tills REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY FJCCEIT FOR Tl IE DUB PERFORMANCE OP INSPECTION. ANDff>P a v »l vck in /win mmi » vn 



A INORGANIC ANALYSIS REPORT 

AMERICAipiient; Kleinfelder 
WEST 

A MAT vnr,AC^at  ̂Samp^ed: May 23,1995 
Sample ID.: 22631-13 

LABORATORiEfcield SampIe ro ; HM052395-13/31-6930 60 

Analytical Results 

463 West 3600 SoudTOTAL METALS 
Salt Lake City, Utah 

Fax (801) 263-8687 

Method 
Used: 

Arsenic 7060 

Barium 6010 

Cadmium 6010 

Chromium 6010 

Cobalt 6010 

Copper 6010 

Lead 6010 

Mercury 7471 

Nickel 6010 

Selenium 7740 

Silver 6010 

Zinc 6010 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

Detection Amount 
Limit: Detected: 
mg/kg mg/kg 

0.5 510 A 

0.5 120 

0.2 7.7 

0.5 10 

0.5 20 

0.5 4300 

3.0 980 A 

0.1 0.1 

0.5 22 

0.1 2 

0.5 4.5 

0.5 1000 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OP HIE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OP THIS COMPANY OR ANY MEMBER OF ITS STAFF. OR REPRODUCTION OP HIIS REPORT IN CONNECTION WITH HIE ADVERTISEMENT,.PROMOTION OR SALE OP ANY PRODUCT OR PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP HIIS REPORT FOR ANY PURPOSE HIAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON CONTRACT. HIIS COMPANY Arrnprs NO oncnnweiDii rrv qvrcornnD Ti.q 



I 
I 
I 
I 
I 

INORGANIC ANALYSIS REPORT 

AMER,S£lient: Kleinfelder 
JJrfpate Sampled: May 23,1995 

Sample ID.: 22631-12 
LABORATORIE îeld Sampie JQ . HM052395-12/31-6930 60 

Analytical Results 

1463 West 3600 SouffOTAL METALS 
Salt Lake City, Utah 

I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
E 

(801) 263-8686 
Fax (801) 263-8687 

Released by: 
Laboratory Supervisor 

Method 
Used: 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Detection 
Limit: 
mg/kg 

Arsenic 7060 0.5 240 

Barium 6010 0.5 90 

Cadmium 6010 0.2 8.8 

Chromium 6010 0.5 12 

Cobalt 6010 0.5 57 

Copper 6010 0.5 450 

Lead 6010 3.0 400 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 21 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 3.3 

Zinc 6010 0.5 580 

Amount 
Detected: 

mg/kg 

i 

Report Date 6/1/95 l o f  1  

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OP THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USB OF THE NAME OF THIS COMPANY OR ANY 
MEMBER OF ITS STAFF, OR REPRODUCTION OF THIS REPORT IN CONNECTION WTTH THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBUCATION OP THIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON 
(DNTRArT TflKYYlMPlMV *rrcnr«w MA nreiVMiTFiBn rrv cvrcor wnonm r*iin - — 



A INORGANIC ANALYSIS REPORT 

AMER,lS^lient: Kleinfelder 
AMAiv^PateSamPled: May 23,1995 
A^™t?pab Sample ED.: 22631-11 

LABORATORiEĵ ield Sample JD . HM052395-11/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used; Limit: Detected; 

463 West 3600 SouffOTAL METALS mg/kg mg/kg 
Salt Lake City, Utah 

Arsenic 
s4 

84115 Arsenic 7060 0.5 200  ̂

Barium 6010 0.5 73 

Cadmium 6010 0.2 75 * 

(801) 263-8686 Chromium 6010 0.5 8.2 
Fax (801) 263-8687 Cobalt 6010 0.5 72 

Copper 6010 0.5 430 j 
Lead 6010 3.0 410 % 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 21 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 5.1 

Zinc 6010 0.5 680 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS REPORT IS PROVIDED TOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OP THIS COMPANY OR ANY 
MEMBER OP ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE:ADVERTISEMENT, PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP T1 IIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT FOR T» IF. DUE PERFORMANCF ftP iKttWrtriM awnmo »w*i vck iw /w>r.c*rr>« *vt> 



I 

I 
I 
I 

I 

INORGANIC ANALYSIS REPORT 

AME^!™&lier»t: Kleinfelder Contact: Daniel Horns 
A MAT VTIPAI atc Sampled: May 23,1995 Date Received: May 25,1995 

, Sample ID.: 22631-08 Received By: ElonaHaywaid 
LABORAiuKi^ieId Sample ro ; HM052395-08/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

| 463 West 3600 SoutEOTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

I 

^ (801) 263-8686 Chromium 

I Fax (801) 263-8687  ̂ , , 
Cobalt 

Copper 

I 

I 

I 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
lis&di 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

410 

85 

6 

9.6 

46 

630 

480 

0.2 

18 

<0.1 

3.3 

430 

4 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 l o f  I  

TUIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OP THIS COMPANY OR ANY 
MEMBER OP ITS STAFF. OR REPRODUCTION OF TIES REPORT IN CONNECTION WITH THE ADVERTISEMENT, PROMOTION OR SALE OP ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OF THIS REPORT FOR ANY PI ropnc^-r... 



INORGANIC ANALYSIS REPORT 

A^*wES^ient: Kleinfelder 
ANALYTICAL116 Sampled: May ̂ 3, 1995 

LABORATO lab Sample ID.: 22631-06 
'ield Sample ID.: HM052395-06/31-6930 60 

Analytical Results 

163 West 3600 SoutEOTAL METALS 
Salt Lake City, Utah 

Fax (801) 263-8687 

Method 
Used: 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

Detection 
Limit: 
mg/kg 

Amount 
Detected: 

mg/kg 

Arsenic 7060 0.5 100 

Barium 6010 0.5 210 

Cadmium 6010 0.2 9.5 

Chromium 6010 0.5 11 

Cobalt 6010 0.5 59 

Copper 6010 0.5 340 

Lead 6010 3.0 280 

Mercury , 7471 0.1 <0.1 

Nickel 6010 0.5 22 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 2.7 

Zinc 6010 0.5 660 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 l o f  1  

TIUS REPORT IS PROVIDED TOR THE EXCLUSIVEUSE OF TIIE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USB OF THE NAME OF THIS COMPANY OR ANY MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP THIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON rnwTBAfT THIS company Ampere un occnrtMcinii rrv PvrFWimB TiiP nun PRRPfWMAvn: rw? ivcpcrrirvw iNmno imii v«tc im nnnn paitm axti 



« 
a 
a 
a 

INORGANIC ANALYSIS REPORT 
AMERIC/ 

WES' ,lient: Kleinfelder 
AMAI  vrirAPate Sampled: May 23,1995 

, A^ ,̂pittab Sampie ID.: 22631-05 
LABORATOKibfeield Sample m. HM052395-05/31-6930 60 

Analytical Results 

463 West 3600 SoutFOTAL METALS 
Salt Lake City, Utah 

I 
I 
1 
1 
V 
I 
I 
1 
1 

I 

I 

I 
1 

Fax (801) 263-8687 

Released by: 
Laboratory Supervisor 

Method 
Used; 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Detection 
Limit: 
mg/kg 

Report Date 6/1/95 

Amount 
Detected: 

mg/kg 

Arsenic 7060 0.5 190 

Barium 6010 0.5 140 

Cadmium 6010 0.2 42 

Chromium 6010 0.5 6.6 

Cobalt 6010 0.5 80 

Copper 6010 0.5 600 

Lead 6010 3.0 380 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 32 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 3.1 

Zinc 6010 0.5 590 

l o f l  

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF TUB ADDRESSEE. PRIVILEGES OP SUBSEQUENT USE OF THE NAME OP THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT, PROMOTION OR SALE OP ANY PRODUCT OR 
PROCESS OR IN CONNECTION WQH THE RE-PUBLICATION OP THIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. THIS COMPANY ACCEPTS NO BESPONSian ITV exrppr Kw TIIPTMIP •«-



INORGANIC ANALYSIS REPORT 
AMERIC, 

WES 
ANALYTI 

LABORATO 

lient: Kleinfelder 
ate Sampled: May 23,1995 
b Sample ED.: 22631-02 

ield Sample ID.: HM052395-02/31-6930 60 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

(t63 West 3600 SouOTOTAL METALS 
I Salt Lake City, Utah 

84115 Arsenic 

| Barium 

Cadmium 

(801) 263-8686 Chromium 
Fax (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used: 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected; 

mg/kg 

230 

150 

14 

11 

120 

570 

240 

<0.1 

55 

<0.1 

15 

530 

4 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 l o f  1  

THIS REPORT IS PROVIDED POR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OF THIS COMPANY OR ANY MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT, PROMOTION OR SALE OF ANY PRODUCT OR PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OF TIES REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT FOR THE DUE PERFORMANCE OP INSPPrrinw iw.ivcic ... r,..™ .»•» 



A INORGANIC ANALYSTS REPORT 

AMERICA$+iient; Kleinfelder 
W^Bate Sampled: May 23,1995 

ANALYTICAL Sample ID.: 22631-01 
LABORATORIEfreld Sample ID.: HM052395-01/31-6930 60 

Analytical Results 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

•3 West 3600 Sou&OTAL METALS 
alt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

(801) 263-8686 Chromium 

;ax (801) 263-8687 Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used: 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

Amount 
Detected: 

mg/kg 

0.5 92 

0.5 66 

0.2 7.2 

0.5 9.1 

0.5 260 

0.5 

3.0 

260 

170  ̂

0.1 <0.1 

0.5 28 

0.1 <0.1 

0.5 0.7 

0.5 250 

Released by:  ̂
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USB OP THE NAME OF THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WfTH THE RE-PUBLICATION OF THIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON 
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OS1/02/00 08:51 FAX 801 538 6715 Dlv of Sol Has Waste @002 

DRAFT 

SURFACE SOIL ASSESSMENT 
Hecla Mining Company - Apex Unit 

St. George, Utah 

June 7,1995 

Copyright 1995, Kleinfelder, Inc. 

Unauthorized use or copying of this document is strictly prohibited. See "Application 
for Authorization To Use" located in Appendix E of this document if use or copying is 
desired by anyone other than the Client and for the project identified above. 

Copyright 1995. KJcinfcldcr, Inc. (d:\IA\6930-04) 



05/02/00 08:51 FAX 801 538 6715 Dlv of Sol Has Waste @003 

A INORGANIC ANALYSIS REPORT 

AMERlCAhfclient: Kleinfelder 
WES^Date Sampled: May 23,1995 

ANALYTICAlLab Sample ED.: 22631-81 
LABORATORIE^ield Sample ID.: HM052495-31/31-6930 60 

Analytical Results 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

163 West 3600 SooiJOTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

Chromium 
(801)263-8686 

Fax (801) 263-8687 Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used-

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected; 

mg/kg 

660 

39 

7.5 

7.8 

11 

180 

84 

<0.1 

12 

0.2 

<0.5 

690 

Released by: 
Laboratory Supervisor 

Repon Date 6/1/95 l o f  1  

roKJME EXCLUStVE USE OP THE ADDRESSEE. FRiyiUBCES OP SUBSEQUENT USB OP THE NAME OP THIS COMPANY OR ANY 
MEMBER OP ITS STAFP. OR REPRODUCTION OF TIIIS REPORT IN CONNECTION WITH THE ADVERTISEMENT PROMOTION OR SALE OP ANY PRODUCT OR 

THB "G-HJBUCATION OP THIS REPORT FOR ANY PURPOSE TIIAN porthb ADORESSEE WIU. BEORANTED ONLY ON 1-nkmurT.TWS COMPANY AOCPPrr HA NnsPANSiniMTY UYORPT POR HIR DiIE PERFORMANCF. nFKSPFmpN AWTWB AW.t YS.S IN C.AOO FaITII aNO 



05/02/00 08:52 FAX 801 538 6715 Dlv of Sol Has Waste @ 004 

A INORGANIC ANALYSIS RF.PORT 
AMERlCATClient: Kleinfelder 

WESTDate Sampled: May 23, 1995 
ANALYTICAlLab Sample DD.: 22631-60 

LABORATORIE^ieid Sample ED.: HM052495-10/31-6930 60 

Analytical Results 

463 West 3600 SoutfFOTAL METALS 
Salt Lake City, Utah 

(801)263-8686 

Method 
Used: 

Contact: Daniel Homs 
Date Received: May 25, 1995 
Received By: Elona Hay ward 
Set Description: Ninety-Seven Solid 

Samples 

Detection 
Limit: 
mg/kg 

Amount 
Detected: 

mg/kg 
Arsenic 7060 0.5 2500 
Barium 6010 0.5 60 
Cadmium 6010 0.2 14 
Chromium 6010 0.5 380 
Cobalt 6010 0.5 37 
Copper .6010 0.5 87 
Lead 6010 3.0 20 
Mercury 7471 0.1 <0.1 
Nickel 6010 0.5 54 
Selenium 7740 0.1 0.1 
Silver 6010 0.5 <0.5 
Zinc 6010 0.5 2500 

Released by: 
Laboratory Supervisor 

Repon Date 6/1/95 i 0f j 

MEMBER OP m STAFF?OR W^NNECTW^m?Y»K F2vSSEQ0EKr^OP ™C "AM® 0F THIS COMPANY OR ANY •"coNNEcnow^»riHTWB ^ ,̂SGM£wr' rcoMonoN^ors.al™of ™Ti??ooucr ol 
CONTRACT. COMPANY ACCEm NO RESPONSIBILITY EXCEPT .'OR TUP. DUG PERFORM ANCF, 



05/02/00 08:52 FAX 801 538 6715 Dlv of Sol Has Waste Ig) 005 

A INORGANIC ANALYSIS REPORT 
AMERICAN 
- . .  WESf^ient: Kleinfelder 

ANALYTICADate Sampled: May 23,1995 
LABORATORlEfc-ab Sample DD.: 22631-46 

Field Sample ID.: HM052395-46/31-6930 60 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

463 West 3600 Sou^qTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Method 
Used: 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected; 

mg/kg 

65 

Barium 6010 0.5 23 

Cadmium 6010 0.2 7J5 

(801)263-8686 
Fax (801) 263-8687 

Chromium 

Cobalt 

6010 

6010 

0.5 

0.5 

160 A 

53 

Copper 6010 0.5 26 

Lead 6010 3.0 9.1 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 64 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 <0.5 

Zinc 6010 0.5 4200 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 ofl 

THIS RETORT B PROVIDED FOR HE EXCLUSIVE USE OF TIE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP TIIENAME OF THIS COMPANY OR ANY 
MEMBGR OF ITS STaFF, OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OP ANY PRODUCT Oft 
PROCESS OR IN CONNECTION WITH TUB REPUBLICATION OP THIS REPORT FOR ANY PURPOSE THAN TOR THE ADDRESSEE WILL 8E GRANTED ONLY ON 
CONTRACT. THIS COMPANY accepts NO RESPONSIBILITY FXCFPT I'DD n«= r>n<; ncnrmnuiuM ~..v—.....— .... 



05/02/00 08:52 FAX 801 538 6715 Div of Sol Has Waste ® 006 

A INORGANIC ANALYSIS REPORT 
AMERICAN,. . 

WES^hem: Kleinfelder 
ANALYTICADate Sampled: May 23,1995 

LABORATORlSbab Sample ID.: 22631-45 
Field Sample CD.: HM052395-45/31-6930 60 

Analytical Results 

Salt Lake City. Uiah 

Fax (801) 263-8687 

Method 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Haywaxd 
Set Description: Ninety-Seven Solid 

Samples 

Detection Amount 

ITAL METALS 
Used; Limit: 

mg/kg 
Detected; 

mg/kg 

Arsenic 7060 0.5 140  ̂1 
Barium 6010 0.5 33 

Cadmium 6010 0.2 10 

Chromium 6010 0.5 190  ̂

Cobalt 6010 0.5 69 

Copper 6010 0.5 40 

Lead 6010 3.0 9.5 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 86 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 0.5 

Zinc 6010 0.5 6400 

Released by: 
Laboratory Supervisor 

Report Dale 6/1/95 1 of I 

roHTIHl EXCLUSIVE USE OPUS ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OP THIS COMPANY OR ANY 
MIVTIS !?^!S,^ uE5i?P"CT'OW OF7,nS INCONNEenoN WITH T1IE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESSOR IN CONNECTION WITH THB RBJUBLICATWN OP THIS REPORT FOR ANY PURPOSE THAN FDR THE ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. Y1IIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT FORT1IF. nUGPERPOfcMANCF. OP INSPECTION ANDfOft ANALYSIS IN GOOD FAMI AND 



05/02/00 08:52 FAX 801 538 6715 Dlv of Sol Has Waste @007 

A INORGANIC ANALYSIS REPORT 

WE^ient: Kleinfelder Contact: Daniel Horns 
AMALYlSte Sampled: May 23,1995 Date Received: May 25,1995 

r Sample ED.: 22631-69 Received By: ElonaHayward 
LABORATORY SaiSpie ID.: HM052495-19/31 -6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results . 

463 West 3600 SouftyTAL METALS 
Salt Lalce City, Utah 

84H5 Arsenic 

Barium 

i Cadmium 

(801) 263-8686 Chromium 
Fax (801) 263-8687 

Cobalt 

Copper 

! Lead 

j Mercury 

Nickel 

| Selenium 

Silver 

I Zinc 

"Method 
Used! 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection Amount 
]L»mit: Detected: 
mg/kg mg/kg 

0.5 890  ̂

0.5 40 

0.2 50 A 

0.5 5.9 

0.5 6.4 

0.5 640 

3.0 20 

0.1 <0.1 

0.5 11 

0.1 <0.1 

0.5 <0.5 

0.5 6300 

Released by. 
Laboratory Supervisor 

Report Daie 6/1/95 1 of 1 

fORTHB EXCLUSIVE USB OF TIE ADDRESSEE. PRIVIIJF.06S OF SUBSEQUENT USE OFT>!E FAME OF THIS COMPANY OR ANY 
FROOKS «M ME^~UCn« ̂101,5 eGP0,rr ,M CONNECTION WITH THE AOVOKTOEMGNT. PROMOTION OR S ALE OF AN Y PRODUCT OR 
CONTRACT Tilisr^p^Mv A Rn-poBL1CATloN O" TI"S REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE ORANTED ONLY ON 

Acl-T,,IS COMPANY ACCEPTS NO RGSrONSIBIUTY EXCEPT l-OR 11 IF. DUE PERTORMANCE OP INSPECTION AND/OR ANALYSIS IN GOOD FAITH AND 



05/02/00 08:52 FAX 801 538 6715 Dlv of Sol Has Waste @008 

A INORGANIC ANALYSIS REPORT 
AMERICAN _ . 

WES<?Uent: Kleinfelder Contact: Darnel Horns 
ANALYTICABate Sampled: May 23,1995 Date Received: May 25,1995 

i ABORATORI&ab Sample ID.: 22631-37 Received By: Elona Haywaid 
Field Sample ID.: HM052395-37/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

63 West 3600 SouipoTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

(801) 263-8686 Chromium 
Fa* (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used: 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

61 

140 

1.5 

16 

12 

130 

120 

<0.1 

18 

0.2 

<0.5 

270 

Released by: 
Laboratory Supervisor 

Report Date 6A/95 l o f l  

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF TIE ADDRESSEE. PRIVILEGES OP SUBSEQUENT USE OF TOE NAME OF THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WfTH THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THB REPUBLICATION OP THIS REPORT FOR ANY PURPOSE TIUN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. TIIIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT FOR THE DUE PERFORMANCE OF INSPECTION AND/OR ANALYSIS IN OOOD FAITH AND 



05/02/00 08:53 FAX 801 538 6715 Dlv of Sol Has Waste ® 009 

INORGANTC ANALYSIS REPORT 

WEsChent: Kletnfelder 
ANALYTlCAt?ate Sampled: May 23,1995 

LARORATORIE6ab SamPle ro" 22631-33 
*ield Sample ID.: HM052395-33/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHayward 
Set Description: Ninety-Seven Solid 

Samples 

163 West 3600 SoudTOTAL METALS 
Sail Lake City, Utah 

84115 Arsenic 

Barium 

Cadmium 

(801) 263-8686 Chromium 
Fax (801) 263-8687 

Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
1M 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

k 

Amount 
Petoted; 

mg/kg 

2500 

390 

47 

15 

210 

8200 

6400 

0.2 

110 

7 

21 

7200 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 I of I 

S?2P!2 EX<XUSIVE ust OF Tim AJDORESSEC, PsrviuEoes OF SUBSEQUENT USE OP THE NAME OP TIIIS COMPANY OR ANY 

I Vf IP IM »«• ITT) 



05/02/00 08:53 FAX 801 538 6715 Dlv of Sol Has Waste lg)01U 

A INORGANIC ANALYSTS REPORT 

AMERWÊ liem: Ktenfelder 
ANALYTlCAP«e SanJPj®^ _]?95 

LABORATORlE^eld, HM052395-32/31-693060 

Contact: Daniel Horns 
Dale Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used: Limit: Detected: 

463 West 3600 SouOTOTAL METALS mg/kg mg/kg 
Salt Lake City, Utah 

0.5 3500  ̂84115 Arsenic 7060 0.5 3500  ̂
< 

Barium 6010 0.5 550 
l 

Cadmium 6010 0.2 80 * 

(801)263-8686 Chromium 6010 0.5 21 
Fax (801) 263-8687 

Cobalt 6010 0.5 220 

Copper 6010 0.5 9700 
i 

Lead 6010 3.0 10000 P 

Mercury 7471 0.1 0.2 

Nickel 6010 0.5 170 

Selenium 7740 0.1 1.5 

Silver 6010 0.5 28 

Zinc 6010 0.5 16000 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 l o f l  

TUB REPORT tS PROVIDED FOR THE EXCLUSIVE USE OF THE ADOWISSBH PRIVILEGES OP SUBSEQUENT USE OPT11E NAME OP THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OF TIIIS REPORT IN CONNECTION WtTll THE ADVERTISEMENT. PROMOTION OR S/JJE OF ANY PRODUCT OR 
PROCESS OR Or CONNECTION wrTH THE RB-PU8UCATKJN OP THIS REPORT POR ANY PURPOSE THAN POR THE ADDRESSEE WIU. BE GRANTED ONLY ON 
COWffACTjTHiS i agefuiMttanirv ttvwiDttnatiicntnrPffBFftftVEurc Adivtocmnv *weA«%o »*uiv#«e»Mrtrvw*eAPT»i 



06/02/00 08:53 FAX 801 538 6715 Dlv of Sol Has Waste ®011 

A INORGANIC ANALYSTS REPORT 
AMERICAN 

VYEs^lient: Kleinfelder 
ANALYTlCAPate Sampled: May 23 1995 

r ARORATORIE&ab Sample ID.: 22631-31 
LA80 Held Sample ID.: HM052395-31/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used; Limit: Detected: 

13 West 3600 SoudrOTAL METALS mg/kg mg/kg 
;adk Lake City, Utah 

mg/kg mg/kg 

84115 Arsenic 7060 0.5 1400 * 

Barium 6010 0.5 210 

Cadmium 6010 0.2 15 

(801)263-8686 Chromium 6010 0,5 13 
~ax (801) 263-8687 ~ax (801) 263-8687 

Cobalt 6010 0.5 190 

Copper 6010 0.5 2200 
i 

Lead 6010 3.0 2500 * 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 69 

Selenium 7740 0.1 1.9 

Silver 6010 0.5 8.8 

Zinc 6010 0.5 2000 

Released by: 
Laboratory Supervisor 

Report Date 6A/95 1 of 1 

SS^SS?J,S,V6US6 0F'n® ADDRESSES. PRIVILEGES OF SUBSEQUENT use OF TOE NAME OP THIS COMPANY OR ANY MEMBER OF O? STAFF. OR REPRODUCTION of 71 US REPORT IK CONNECTION WITH TUB ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
'*' c°NI,Ev.i ivN WITH THE RE-FUSUCATION OF71IIS REPORT FOR ANY PURPOSE THAN FOR TOE ADDRESSEE WILL BE GRANTED ONLY ON 

CONTRACT. TUB COMPANY ACCEPTS NO RC.CI¥>N<inil JTV CYCTJPT TOR TIIF. DUE PERFORMANfC DCKmr-nnu .kinrtD .,-r> 



Div of Sol Has Waste 121012 

INORGANIC ANALYSIS REPORT 

AMEJwRs£tt®nt: Kleinfelder 
AMAT YTTrAPate Sampled: May 23,1995 

, Sample ED.: 22631-30 
LABORATORIES d Sample ]p.: HM052395-30/31-6930 60 

Contact: Daniel Horns 
Date Recei ved: May 25,1995 
Received By: ElonaHaywaid 
Set Description: Ninety-Seven Solid 

Samples 

53 West 3600 SoudTOTAL METALS 
Jalt Lake City, Utah 

84115 Arsenic 

Method 
.Used; 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected: 

mg/kg 

110 

Barium 6010 0.5 44 

Cadmium 6010 0.2 7.8 

(801)263-8686 
"ax (801) 263-8687 

Chromium 

Cobalt 

6010 

6010 

0.5 

0.5 

25 

1100 

Copper 6010 0.5 160 
\ 

Lead 6010 3.0 170 * 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 110 

Selenium 7740 0.1 0.3 

Silver 6010 0.5 3.9 

Zinc 6010 0.5 300 

Released by: 
Laboratory Supervisor 

Repon Date 6/1/95 1 of 1 

THIS MKW IS PROVIDED POR THE EXCLUSIVE USE OP TIE ADDRESSEE. MUVJLEOES OF SUBSEQUENT USB OP THE HAMS OP THIS COMPANY OR ANY 
MEMBER OP IIS STAPP, OR REPRODUCTION OP THIS REPORT II* CONNECTION WITH TIE ADVEKTTS6MBNT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBUCATION OP TlUS REPORT TOR ANY PURPOSETIIAN POR TUB ADDRESSEE WILL BE GRANTED ONLY ON 
COKIK ACT. THg COMPAWV 'Bfrn MAacwtfetow wv Lvrcwr w TIW rub? eooiy>ft».«-H*« --— —- •• • - • * - -



05/02/00 08:54 FAX 801 538 6715 Dlv of Sol Has Waste 

i 

INORGANIC ANALYSIS REPORT 

AMERICAJNCIient: Kltinfeldex Contact: Daniel Homs 
•WEsrDate Sampled: May 23,1995 Date Received: May 25,1995 

ANALYTICALLY Sample ID.: 22631-29 Received By: Elona Hayward 
LABORATORIES  ̂Sample ID.: HM052395-29/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 
- Method Detection Amount 

Used: Limit: Detected; 
TOTAL METALS mg/kg mg/kg 

i 163 West 3600 South 
mg/kg mg/kg 

i 
Salt Lake City, Utah Arsenic 7060 0.5 200 A 

84115 
Barium 6010 0.5 110 

Cadmium 6010 0.2 19 

Chromium 6010 0.5 21 
(801) 263-8686 

6010 Fax (801) 263-8687 Cobalt 6010 0.5 900 

Copper 6010 0.5 430 
1 

Lead 6010 3.0 370 * 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 79 

Selenium 7740 0.1 0.2 

Silver 6010 0.5 4.7 

Zinc 6010 0.5 410 

Released by: 
Laboratory Supervisor 

Report Dale 6/1/95 1 of 1 

THIS REPORT IS FROVIDEO TOR THE EXCLUSIVE USE OF TIIE ApORBSSeiLI'KIVILCOES OF SUBSEQUENT USE OF THE NAME OF THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT, PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBUCATJOM OP THIS REPORT FOR AN Y PURPOSE THAN FOR TUB ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY FJta3T FOR THE DUF. PERFORMANCE OF INSPECTION AND/OR ANALYSIS IN OOOO FAITH ASD 



0-5/02/00 08:54 FAX 801 538 6715 Dlv of Sol Has Waste 10014 

INORGANIC ANALYSIS REPORT 

AMERICAtClient: Kleinfelder Contact: Daniel Horns 
- WESDate Sampled: May 23,1995 Date Received* May 25,1995 

ANALYTICAILab Sample ID.: 22631-27 Received By: ElonaHayward 
LABORATORIEJField Sample ID.: HM052395-27/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

163 West 3600 SoutiFOTAL METALS 
Salt Lake City, Utah A -

84115 Arscmc 

Method 
Used: 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected: 

mg/kg 

180 )t 

Barium 6010 0.5 94 

Cadmium 6010 0.2 17 

(801)263-8686 
Fax (801) 263-8687 

Chromium 

Cobalt 

6010 

6010 o
 

p
 

Ul
 

l/l
 

17 

290 

Copper 6010 0.5 ISO 
>2* 

Lead 6010 3.0 250 ^ 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 36 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 1.8 

Zinc 6010 0.5 200 

Released by: 
Laboratory Supervisor 

Report Date <5/1/95 1 of 1 

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OF THE NAME OP THIS COMPANY OR ANY MEMBER OF ITS STAPF. OR REPRODUCTION OF THIS RETORT IN CONNECTION WITH THE AOVCRTISEMENT PROMOTION OR SALE OP ANY PRODUCT OR PROCESS OR IN CONNECTION WTIH THE REPUBLICATION OP THIS REPORT FOR ANY PURPOSE THAN IQR THE ADDRESSEE WILL BE GRANTED ONLY ON CONTRACT. TIUS COMPANY ACCEPTS NO RESPONSIBILITY IKCEPrFORTllF. DUE PERFORMANCE OF INSPP.OnnN ANIHTitt w«vw»mwM.mi .vr. 



05/02/00 08:54 FAX 801 538 6715 Dlv of Sol Has Waste ® 015 

INORGANIC ANALYSTS REPORT 

AMERlCAItiient; Kleinfelder Contact: Daniel Homs 
•WESTfrate Sampled: May 23,1995 Date Received: May 25,1995 

ANALYTiCA^ab Sample ID.: 22631-24 Received By: ElonaHaywaid 
LABORATORDEfrieid sample ID.: HM052395-24/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results ; 
Method Detection Amount 
Used: Limit: Detected: 

463 West 3600 SoudT^TAL METALS mg/kg tngAg 
Salt Lake City. Utah . ^ 

g4H5 Arsenic 7060 0.5 2700 

Barium 6010 0-5 230 

Cadmium 6010 0.2 43 

(801)263-8686 Chromium 6010 0.5 IS 
Fax (801) 263-8687 Cobalt 6010 0.5 180 

Copper 6010 0.5 $600 , 

Lead 6010 3.0 9900  ̂

Mercury 7471 0.1 0.2 

Nickel 6010 0.5 100 

Selenium 7740 0.1 2.8 

Silver 6010 0.5 25 

Zinc 6010 0.5 8900 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS REPORT IS PROVIDED FDR THE EXCLUSIVE USE OF THE ADDRESSES. PRIVILEGES OP SUBSEQUENT USB OP TOE HAMS OP THIS COMPANY OR ANY MEMBER op its staff, or REPRODUCTION OP Tins report in connection WITH the ADVERTISEMENT. PROMOTION OR SALE OP ANY product or PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP 11IIS REPORT FOR AN Y PURPOSE THAN FOR THE ADDRESSEE WILL BE QRANTED ONLY ON • f-r -nitc ~<u» —V- «mrwr« w. .crm.it.ml rrv r*/T»T l«R Tl IP Will PERFORMAKCF.On INSPECTION AND/OR ANALYSIS IN ROOD PaITH ANO 



05/02/00 08:54 FAX 801 538 6715 Dlv of Sol Has Waste igjuib 

INORGANIC ANALYSIS REPORT 

AMER»e- Kleinfelder Contact: Daniel Horns 
^sDaie Sampled: May 23,1995 Date Received: May 25,1995 

Sample ED.: 22631-23 Received By: Elona Hay ward 
LABORATORIES,d Sample H).; HM052395-23/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 
Method Detection Amount 
Used; Limit: Detected: 

163 West 3600 SouiffOTAL METALS mg/kg mg/kg 
Salt Lake City, Utah 

Arsenic 7060 0.5 80 84115 Arsenic 7060 0.5 80 

Barium 6010 0.5 89 

Cadmium 6010 0.2 4 

(801)263-8686 Chromium 6010 0.5 11 
Fax (801) 263-8687 Cobalt 6010 0.5 100 

Copper 6010 0.5 87 

Lead 6010 3.0 110 

MercuTy 7471 0.1 <0.1 

Nickel 6010 0.5 20 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 1.2 

Zinc 6010 0.5 97 

Released by. 
Laboratory Supervisor 

Report Dale 6/1/95 I of 1 

THIS REPORT IS PROVIDED FOR TIIS EXCLUSIVE USE OF TIE ADD WIS SEE. FR1VILECSS OF SUBSEQUENT USE OF TIE NAME OF THIS COMPANY OR ANT 
MEMBER OP ITS STAFF. OR REPRODUCTION OF TOS REPORT IN CONNECTION Wm< TIE ADVERTISEMENT. PROMOTION OR S ALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATIONOF TIIS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE CRANTED ONLY ON 
CONTRACT-11 IIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT FOR TIR OUE PERKIRMAKCF. OF INSPECTION AND/OR ANALYSIS IN GOOD FAITH A NO 



05/02/00 08:54 FAX 801 538 6715 Div of Sol Has Waste @017 

INORGANIC ANALYSTS REPORT 

AMERICA^jjent; Kleinfelder 
WES^ale Sampled: May 23,1995 

ANALYTICAL SampleED_; 22631-22 
LABORATORIES, Sample ro.: HM052395-22/31-6930 60 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hay ward 
Set Description: Ninety-Seven Solid 

Samples 

3 West 3600 SouffOTAL METALS 
alt Lake City, Utah 

84115 Arsenic 

Method 
Used; 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected: 

mg/kg 

7000 * 

Barium 6010 0.5 300 

Cadmium 6010 0-2 110 % 

(801) 263-8686 
•ax (801) 263-8687 

Chromium 

Cobalt 

6010 

6010 °
 

P
 

L/
l 

LPI
 

30 

690 

Copper 6010 0.5 12000 
) 

Lead 6010 3.0 20000 * 

Mercury 7471 0.1 0.6 

Nickel 6010 0.5 220 

Selenium 7740 0.1 6.4 

Silver 6010 0.5 40 

Zinc 6010 0.5 11000 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS REPORT K PROVIDED PORTIIE EXCLUSIVE use OF T1IE AOOMISSGE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OFTMIS COMPANY OR ANY 
MEMBER OF CTS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION Wmi TUB ADVERTISEMENT. PROMOTION OR SALE OP ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OPTIBS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WILL BE ORANTCO ONLY ON CONTRACT. THIS COMPANY ACC6TTS NO RESPONSIBILITY OCCEPT PORTIIE DOE PERFORMANCE OF INSPECTION AND/OR ANALYSIS IN GOOD FAITH ASD 



Dlv of Sol Has Waste 
Igj UIO 

A 
4 

m 
n 
n 
n 
M|463 West 3600 SouX^TAL METALS 
• Salt Lake City. Utah 

84115 Arsenic 

INORGANTC ANALYSIS REPORT 

AMERICA f̂jjenr Kleinfelder 
WES&are Sampled: May 23,1995 

ANALYTICALat, Sanipie U5.: 22631-21 
LABORATORIEf ieid Sample ED.: HM052395-21/31-6930 60 

Analytical Results 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: Elona Hay ward 
Set Description: Ninety-Seven Solid 

Samples 

n 

n 

4 

n 
n 
n 
n 
n 
n 
« 
n 

Barium 

Cadmium 

(801)263-8686 Ctaomium 
Fax (801) 263-8687 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 

Method 
Used: 

Detection 
Limit: 
mg/kg 

Amount 
Detected; 

mg/kg 

7060 0.5 71 

6010 0.5 91 

6010 0.2 3.6 

6010 0.5 11 

6010 0.5 300 

6010 0.5 91 

160  ̂6010 3.0 

91 

160  ̂

7471 0.1 <0.1 

6010 0.5 17 

7740 0.1 <0.1 

6010 0.5 0.8 

6010 0.5 120 

t o f l  

THIS REPORT IS PROVIDED TOR THE EXCLUSIVE USE OP THE ADDRESSEE. P«|V|LEOES OF SUBSEQUENT USE OP THE NAME OF THIS COMPANY OR ANY 
MEMBER OF ITS STAFF. OR REPRODUCTION OP THIS REPORT IN CONNECTION wml THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH TIIB REPUBLICATION OP TIBS REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSEE WIU. OB GRANTED ONLY ON 
CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILTTY GXCEFT PORTim DUE PERFORMANCE OF INSPECTION AND/OR ANALYSIS IN GOOD FAITH AND 



05/02/00 08:55 FAX 801 538 6715 Dlv of Sol Has Waste @019 

A INORGANIC ANALYSIS RF-POPT 
A.MEIUCAl^IGNt: Kleinfelder r/wlMPf. „ 

ANALYTICAL 
LABORATORIE^ggj  ̂Sample DD.: HM052395-20/31-6930 60 SoHd 

Samples 

Analytical Results 

463 West 3600 SOUJTOTAL METALS 
Salt Lake City. Utah 

84115 Arsenic 

Barium 

Cadmium 

(801)263-8686 Chrornium 

Fax (801) 263-8687  ̂ , , 
Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used: 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

mg/kg 

5000 

620 

640 

21 

420 

28000 

13000 

2.3 

260 

5.3 

36 

16000 

4 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

Wr™ «E-POBUCATTOM OP Hits ftCFOKT POR ANY 0R s ALE OP ANT PRODUCT OR 



05/02/00 08:55 FAX 801 538 6715 Div of Sol Has Waste IgJUZU 

INORGANIC ANALYSIS REPORT 

AMERICAw^^j. Kleinfelder 
^^Jbate Sampled: May 23,1995 

ANALYTICAL ab Sample ID.: 22631-19 
LABORATORIEfield Sample ID.: HM052395-19/31-6930 60 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: ElonaHayward 
Set Description: Ninety-Seven Solid 

Samples 

463 West 3600 SOUUTOTAL METALS 
Salt Lake City. Utah 

84H5 Arsenic 

Method 
Used; 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected; 

mg/kg 

3600 ^ 

Barium 6010 0.5 270 
Cadmium 6010 0.2 46 $ 

(801)263-8686 
Fax (801) 263-8687 

Chromium 

Cobalt 

6010 
6010 

0.5 
0.5 

41 
1500 

Copper 6010 0.5 8700 

Lead 6010 3.0 8900 >F" 
Mercury 7471 0.1 1.6 
Nickel 6010 0.5 150 
Selenium 7740 0.1 3.2 
Silver 6010 0.5 33 
Zinc 6010 0.5 9100 

Released by: 
Labonnory Supervisor 

Repon Date 6/1/95 1 of 1 

T1IB REPORT B PROVIDED POR TUB EXCLUSIVE USE OPTIIE ADDRBSSBH. PRIVILEGES OP SUBSEQUENT USE OP TUB NAME OP TUB COMPANY OR ANY 
MEMBER OP ITS STAFP, OR REPRODUCTION OP THIS REPORT IN CONNECTION WITH TUB ADVERTISEMENT. PROMOTION OR SALE OP ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH TUB RE-PUBLICATION OPTIIIS REPORT NOR ANY PURPOSE THAN FORTHEAOORESSEG WILL BECRANTGO ONLY ON CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT PORTTIF. DUE PERFORMANCE OP LVSPECTION a Vpioe « v.. •.< ~ 
. MP* fA WIN AMI pip MM —-



05V02/00 08:55 FAX 801 538 6715 Dlv of Sol Has Waste lg) 021 

INORGANIC ANALYSIS REPORT 

A.MERICAî ijent; Kleinfelder 
^^Date Sampled: May 23, 1995 

b Sample ID.: 22631-15 
ield Sample ID.: HM052395-15/31-6930 60 

analyth 
laborato 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elooa Hay ward 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used: Limit: Detected: 

3 West 3600 SourffOTAL METALS mg/kg mg/kg 
altLake City, Utah 

7060 0.5 930  ̂84115 Arsenic 7060 0.5 930  ̂

Barium 6010 0.5 250 

Cadmium 6010 0.2 30 

(801)263-8686 Chromium 6010 0.5 15 
?ax (801) 263-8687 Cobalt 6010 

• 
0.5 250 

Copper 6010 0.5 2700 
4r 

Lead 6010 3.0 2300  ̂

Mercury 7471 0.1 0.4 

Nickel 6010 0.5 88 

Selenium 7740 0.1 2 

Silver 6010 0.5 10 

Zinc 6010 0.5 4400 

Released by: 
Laboratory Supervisor 

ReponDarc6A/95 lofl 

TlltS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBseQUCNT USE OF THE NAMEOP THIS COMPANY OR ANY MEMBER OF ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR S ALE OF ANY PRODUCT OR PROCESS OR IN CONNECTION WtTH THE RE-PUBUCATION OP THIS REPORT FOR ANT PURPOSE THAN FOR THE ADDRESSEE WILL BE GRANTED ONLY ON CONTRACT. THIS COMPANY accepts NO RESPONSIBILITY EXCEPT FOR HIE DUE PERFORMANCE OP INSPECTION ANDJOR ANAJ.vsis IN RVRON P«MI A KTI 



INORGANIC ANALYSIS REPORT 

AMERiCAj£|ienr; Kleinfelder 
JJPbate Sampled: May 23, 1995 

ANALrnCAfab sample ID.: 22631-14 
LABORATORIEfrjgld Sample ID.: HM052395-I4/31-6930 60 

Conraci: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

163 West 3600 SouflfOTAL METALS 
Salt Lake City, Utah 

84115 Arsenic 

Method 
Used: 

7060 

Detection 
Limit: 
mg/kg 

0.5 

Amount 
Detected: 

mg/kg 

1200 

Barium 6010 0.5 310 
j 

Cadmium 6010 0.2 35 

(801) 263-8686 
Fax (801) 263-8687 

Chromium 

Cobalt 

6010 

6010 

0.5 

0.5 

16 

280 

Copper 6010 0.5 4400 
A 

Lead 6010 3.0 2500 n 

Mercury 7471 0.1 0.4 

Nickel 6010 0.5 110 

Selenium 7740 0.1 1.5 

Silver 6010 0.5 9.5 

Zinc 6010 0.5 4900 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OP THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OP THIS COMPANY OR ANT MEMBER OP OS STAFF, OR REPRODUCTION OP THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR PROCESS OR IN CONNECTION WHU THE RE-PUBLICATION OP TUB REPORT FOR ANY PURPOSE THAN FOR THE AOORESSEE WILL BF. GRANTED ONLY ON CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT PORTIIF. OUC PERFORM ANCF. OP INSPECTION ANftna « vai vck <u «non <1. mi • vr. 



05/02/00 08:56 FAX 801 538 6715 Dlv of Sol Has Waste Ig] OZJ 

INORGANIC ANALYSIS REPORT 

AMERICA^Klient; Kleinfelder 
WES Date Sampled: May 23,1995 

Sample ED.: 22631-13 
LABORATORIES  ̂Sample &. HM052395-13/31-6930 60 

ANALYTIC 

Analytical Results 

Salt Lake City, Utah 

(801)263-8686 
Fax (801) 263-8687 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hay ward 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used; Limit: P.et«ted; 

>TAL METALS mg/kg mg/kg 

Arsenic 7060 0.5 510  ̂

Barium 6010 0.5 120 

Cadmium 6010 0.2 7.7 

Chromium 6010 0.5 10 

Cobalt 6010 0.5 20 

Copper 6010 0.5 4300 
i 

Lead 6010 3.0 980 & 

Mercury 7471 0.1 0.1 

Nickel 6010 0.5 22 

Selenium 7740 0.1 2 

Silver 6010 0.5 4.5 

Zinc 6010 0.5 1000 

Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS RETORT IS PROVIOEO TOR THE EXCLUSIVE USE OF THE ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OF T1IE NAME OP THIS COMPANY OR ANY 
MEMBER OP ITS STAFF, OR REPRODUCTION OF TIHS REPORT IN CONNECTION WITH HO ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OP THIS REPORT FOR ANY PURPOSE THAN POR THE ADDRESSEE WILL BE GRANTED ONLY ON 
CONTRACT. THIS COMPANY «nrcor« un wwnwniinxp TO mii- •• — . 



05/02/00 08:56 FAX 801 538 6715 Dlv of Sol Has Waste my U L *i 

A 
I 

I 

I 

I 

I 

1463 West 3600 SoudTOTAL METALS 
Salt Lake City; Utah 

INORGANIC ANALYSIS REPORT 

AMB^^Plient: Kleinfelder Contact: Daniel Homs 
Date Sampled: May 23,1995 Date Received: May 25,1995 

 ̂ Sample CD.: 22631-12 Received By: Elona Hayward 
LABORATORIEI;^  ̂Sample ID.: HM052395-12/31-6930 60 Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

I 

I 

I 

I 

I 
I 
I 
I 
I 
I 
I 
I 
I 

(801)263-8686 

Released by. 
Laboratory Supervisor 

Method 
.Used; 

Detection 
Limit: 
mg/kg 

Report Date 6/1/95 

Amount 
Detected; 

mg/kg 

Arsenic 7060 0.5 240 

Barium 6010 0.5 90 

Cadmium 6010 0.2 8.8 

Chromium 6010 0.5 12 

Cobalt 6010 0.5 57 

Copper 6010 0.5 450 

Lead 6010 3.0 400 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 21 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 3.3 

Zinc 6010 0.5 580 

1 of l 

THIS REPORT IS PROVIDED PORTlffi EXCLUSIVE USE OF TIE ADDRH55EE. PRIVILEGES OF SUBSEQUENT USE OF TI1E NAME OP THIS COMPANY OR ANY 
MEMBER OF OS STAFF. OR REPRODUCTION OF TlltS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OP ANY PRODUCT OR 
PROCESS OR IN CONNECTION WITH IMS RE-PUBLICATION OP THIS REPORT FOR ANY PURPOSE T1IAN FOR THE ADDRESSEE WILL BE CRANTEO ONLY ON 
mWTW*er Tllnmumiv^w-ff Moan wv Brw —' • 



05/02/00 08:56 FAX 801 538 6715 Dlv of Sol Has Waste 1*3 025 

INORGANIC ANALYSIS REPORT 

AMERlCAjfHj^ .̂ Kleinfelder 
-WEST May 23,1995 

Sample ID.: 22631-11 
LABORATORIES  ̂Sanjpie ID.. HM052395-11/31-6930 60 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used; Limit: Detected: 

463 West 3600 SoudTOTAL METALS mg/kg mg/kg 
Salt Lake City. Utah 

Arsenic 7060 84115 Arsenic 7060 0.5 200  ̂

Barium 6010 0.5 73 

Cadmium 6010 0.2 75 

(801)263-8686 Chromium 6010 0.5 8.2 
Fax (801) 263-8687 Cobalt 6010 0.5 72 

Copper 6010 0.5 430 j 
• Lead 6010 3.0 410  ̂

! 

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 21 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 5.1 

Zinc 6010 0.5 680 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 1 of 1 

THIS RETORT IS PROVIDED FOR THE EXCLUSIVE USE OF THE ADORES SEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OP THIS COMPANY OR AN Y MEMBER OF ITS STAFP. OK-REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SAUE OF ANT PRODUCT OR PROCESS OR IN CONNECTION WITH THE REPUBLICATION OF TINS RETORT FOR ANY PURPOSE THAN TOR THE ADDRESSEE WILL DO CRAKTED ONLY ON CONTRACT. THIS COMPANY ACCEPTS NO RESPONSIBILITY EXCEPT FORTtlP. DUE PCRPORMaKCF nplvSMK-rioN »•><» .w II YTKIWPMVMCimi *V*> 



05/02/00 08:57 FAX 801 538 6715 
Dlv of Sol Has Waste 

| 
V 
I 
I 
I 

INORGANIC ANALYSIS REPORT 

Kleinfelder 
.MATvTS^Pa«® Sampled: May 23,1995 

Sample ID.: 22631-08 
LABORATORIES  ̂SampleID.. HM052395-08/31-6930 60 

Analytical Results 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

| 463 West 3600 SoutEOTAL METALS 

I 
I 
I 
I 
I 

Sail Lake City, Utah 
84115 Arsenic 

Barium 

Cadmium 

(801)263-8686 Chromium 
Fax (801)263-8687 _ u , Cobalt 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Method 
Used: 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Amount 
Detected: 

rog/kg 

410 

85 

6 

9.6 

46 

630 

480 

0.2 

18 

<0.1 

3.3 

430 

4 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 l o f l  

mis REPORT IS PROVIDES TO* THE EXCLUSIVE USE of tiic ADDRESSEE. PRIVILEGES OF SUBSEQUENT USE OP THE NAME OF THIS company OR. ANY 
MEMBER OP ITS STAFF. OR REPRODUCTION OF THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SaLE OP ANY Pirnnnrr ~o 
PROCESS OR IN CONNECTION WITH THE RE-PUBLICATION OF THIS REPORT FOR ANY PI 
CONTRACT. THIS mwo. 



05/02/00 08:57 FAX 801 538 6715 Dlv of Sol Has Waste ® 027 

INORGANIC ANALYSIS REPORT 
AMERIC/ 

WES 
ANALYTIC 

LABORATOI 

rlient: Kleinfelder 
)ate Sampled: May 23,1995 
^ab Sample ID.: 22631-06 
*ield Sample ID.: HM052395-06/31-6930 60 

Analytical Results 

Contact: Daniel Horns 
Date Received: May 25,1995 
Received By: Elona Hay ward 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used: Limit: Detected: 

163 West 3600 SoutKOTAL METALS mg/kg mg/kg 
yj Sail Lake City, Utah 

mg/kg mg/kg 
yj 

84115 Arsenic 7060 0.5 100 

Barium 6010 0.5 210 

Cadmium 6010 0.2 9.5 

(801)263-8686 Chromium 6010 0.5 11 
Fax (801) 263-8687 

Cobalt 
Fax (801) 263-8687 

Cobalt 6010 0.5 59 

Copper 6010 0.5 340 

Lead 6010 3.0 280  ̂

Mercury 7471 0.1 <0.1 

Nickel 6010 0.5 22 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 2.7 

Zinc 6010 0.5 660 

Released by: 
Laboratory Supervisor 

Report Date 6A/95 1 of 1 

THIS RETORT IS PROVIDED TOR HIE EXCLUSIVE USE OP THE ADDRESSEE. PRIVILEOES OP SUBSEQUENT USE OP THE NAME OP THIS COMPANY OR ANT 
MEMBER OF ITS STAFF, OR REPRODUCTION OP THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OF ANY PRODUCT OR 
PROCESS OR IN CONNEcnON Wm« THE RS-TUBUCXnON OF TIIIS REPORT FOR ANT PURPOSE THAN FOR THE A»v«P«<Pt Will BE ORANTEO ONLY ON onmjrt h.« rnup.NV inrcm •» rrv BvrsPTPrvo nip raw Mtmau.wincwucrnmi AMniriD VCK .u/ww s.mi .vn 
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I 
1 

I 

I 
I 

INORGANIC ANALYSIS REPORT 
AMERIO 

WES1 
ANALYTIC 

LABORATOI 

Ilient: Kteinfelder 
ate Sampled: May 23, 1995 

.ab Sample ED.: 22631-05 
•ield Sample ED.: HM052395-05/31-6930 60 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: ElonaHayward 
Set Description: Ninety-Seven Solid 

Samples 

Analytical Results 

£ 463 West 3600 SouSOTAL METALS 

I 
I 

Salt Lake City, Utah 
84115 Arsenic 

Barium 

Cadmium 

(801) 263-8686 Chromium 
— Fax (801) 263-8687 _ 
• Cobalt 

I 
f 

I 
I 
I 
1 
I 
1 

I 
1 

Copper 

Lead 

Mercury 

Nickel 

Selenium 

Silver 

Zinc 

Released by: 
Laboratory Supervisor 

Method 
Used: 

7060 

6010 

6010 

6010 

6010 

6010 

6010 

7471 

6010 

7740 

6010 

6010 

Detection 
Limit: 
mg/kg 

0.5 

0.5 

0.2 

0.5 

0.5 

0.5 

3.0 

0.1 

0.5 

0.1 

0.5 

0.5 

Report Date 6A/95 

Amount 

mg/kg 

190 

140 

42 

6.6 

80 

600 

380 

<0.1 

32 

<0.1 

3.1 

590 

l o f l  

THIS REPORT IS PROVIDED FOR THE EXCLUSIVE USE OP THE ADDRESSEE. PWVILSCES OF SUBSEQUENT USB OP THE NAME OF THIS COMPANT OR ANY MEMBER OF ITS STAFF. OR REPRODUCTION OP THIS REPORT IN CONNECTION WITH THE ADVERTISEMENT, PROMOTION OR SALE OF ANY PRODUCT OR PROCESS OR IN CONNECTION WOTI THE RE-PUBUCATTON OP TUB REPORT FOR ANY PURPOSE THAN FOR THE ADDRESSES WILL BE GRANTED ONLY ON CONTRACT.THIS COMPANY ACCfiFTK NO oe<;«»w*imi rrv evrwpr ww nir mir FPReoBM.v/* A».̂ r»rrTiAM — 



05/02/00 08:57 FAX 801 538 6715 Dlv of Sol Has Waste 
igj U ^ P 

INORGANIC ANALYSIS REPORT 

ANALYTI' 
LABORATO: 

llient: Kleinfelder 
^>ate Sampled: May 23,1995 

b Sample CD.: 22631-02 
ield Sample ID.: HM052395-02/31-6930 60 

Contact: Daniel Homs 
Date Received: May 25,1995 
Received By: Elona Hayward 
Set Description: Ninety-Seven Solid 

Samples 

Method Detection Amount 
Used; Limit: Detected; 

163 West 3600 SoutSOTAL METALS 
ISali Lake City, Utah 

mg/kg mg/kg 
vL 

84115 Arsenic 7060 0.5 230  ̂

Barium 6010 0.5 150 

1 
Cadmium 6010 0.2 14 

(801)263-8686 Chromium 6010 0.5 11 
 ̂Fax (801) 263-8687 

Cobalt 6010 0.5 120 

Copper 6010 0.5 570 
j 

| Lead 6010 3.0 240 4 

I 
Mercury 7471 0.1 <0.1 

1 1 Nickel 6010 0.5 55 

Selenium 7740 0.1 <0.1 

Silver 6010 0.5 15 

Zinc 6010 0.5 530 

Released by: 
Laboratory Supervisor 

Report Date 6/1/95 I of 1 

THIS REPORT IS PROVIDED TOR THE EXCLUSIVE USE OP TIIE ADOKFiSCC. PKIVIUCBS OF SUBSEQUENT USE OP THE NAME OF THIS COMPANY OR ANY 
MEMBER OP TTS STMT. OR REPRODUCTION Of THIS RETORT IN CONNECTION WITH THE ADVERTISEMENT. PROMOTION OR SALE OP AMY PRODUCT OR 
PROCESS OR IN CONNECTION Wffll THE RE-PUBUCATION OP TIBS REPORT FOR ANY PURPOSE THAN TOR THE ADDRESSEE WILL BE CRANTEO ONLY ON 
CONTRACT.Y1HSCOMPANYACCEPTSNORESPONSIBILITYPCCBPTPORTllEDUEPERTORMANCF.OPINTPPrrvsN .vn«o 




